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Fig 12S. Mean ± SD Zone of Inhibition in mm treated with Chi-CuNPs against a) Gram-negative and b) Gram-

positive bacteria c) candida spp  at Different Concentrations between 1000, 500, 250, 125, and 64μg/mL.: Standard 

Deviation, (n = 3).  


